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Three-Dimensional Solutions of Functionally Graded
Piezo-Thermo-Elastic Shells and Plates Using a Modified
Pagano Method

Chih-Ping Wu'? and Shao-En Huang?

Abstract: A modified Pagano method is developed for the three-dimensional
(3D) coupled analysis of simply-supported, doubly curved functionally graded (FG)
piezo-thermo-elastic shells under thermal loads. Four different loading conditions,
applied on the lateral surfaces of the shells, are considered. The material prop-
erties of FG shells are regarded as heterogeneous through the thickness coordi-
nate, and then specified to obey an exponent-law dependent on this. The Pagano
method, conventionally used for the analysis of multilayered composite elastic
plates/shells, is modified to be feasible for the present analysis of FG piezo-thermo-
elastic plates/shells. The modifications include that a displacement-based formula-
tion is replaced by a mixed formulation, a set of the complex-valued solutions of
the system equations is transferred to the corresponding set of real-valued solutions,
a successive approximation (SA) method is adopted and introduced in the present
analysis, and the propagator matrix method is developed for the heat conduction
analysis and the coupled piezo-thermo-elastic analysis of the FG shells. The influ-
ence of the material-property gradient index on the field variables, induced in the
FG piezo-thermo-elastic shells and plates under the thermal load, is studied.

Keywords: The Pagano method, 3D solutions, Coupled piezo-thermo-elastic ef-
fects, FG material, Heat conduction, Shells, Plates

1 Introduction

In recent decades, a class of multilayered piezoelectric structures has been de-
veloped as so-called intelligent (or smart) structures, for use in engineering ap-
plications, such as sensors for monitoring and actuators for controlling structural
responses. Because this class of intelligent structures is commonly utilized in a
changing thermal environment, some problems may occur due to sudden changes
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in the material properties at the interfaces between the adjacent layers, such as
large thermal stresses (Crawley and Luis, 1987). Consequently, an emerging class
of functionally graded (FG) piezoelectric structures has been developed in recent
years. Unlike the layer-wise constant distribution of material properties through the
thickness coordinate of multilayered structures, the distribution of material proper-
ties in FG structures gradually and continuously varies. However, this feature also
increases the complexity and difficulty of analyzing such FG structures, especially
when they operate in a changing temperature environment.

Some research into the three-dimensional (3D) analysis of multilayered piezo-
thermo-elastic structures has been undertaken, building on a pioneering work (Im
and Atluri, 1989) in which the effects of a piezo-actuator on a finitely deformed
beam under general loads was studied. Based on a state space approach, Xu, Noor
and Tang (1995) presented the 3D solutions for the static behaviors of simply-
supported, multilayered plates consisting of a combination of fiber-reinforced cross-
ply and piezo-thermo-elastic layers. Later, Dube, Kapuria and Dumir (1996a, b)
and Zhang, Di and Zhang (2002) investigated the cylindrical bending type of defor-
mation and stress analysis of infinitely long, simply-supported, orthotropic single-
layer flat, circular cylindrical panels, and multilayered flat panels under thermo-
electro-mechanical loads, respectively. Ashida and Tauchert (2001) presented a
general plane-stress solution in cylindrical coordinates for a piezo-thermo-elastic
plate. Literature surveys of the developments, ideas, and applications of a variety
of theoretical methodologies and numerical models for the analysis of the multi-
layered smart structures have been undertaken by Tauchert et al. (2000) and Tang,
Noor and Xu (1996), which included most of the then-published 2D theories of
piezo-thermo-elastic plates/shells.

After a close literature survey, we found that to date there are few 3D coupled
thermo-electro-mechanical analyses of FG structures in comparison with those of
multilayered structures. Zhong and Shang (2005) presented the exact solution of
FG piezo-thermo-elastic plates, where the material properties were assumed to
obey an exponent-law distribution through the thickness coordinate. Wu, Shen and
Chen (2003) presented an analytical study of the piezo-thermo-elastic behavior of
a FG piezoelectric cylindrical shell subject to the axisymmetric thermal or me-
chanical loading, where the material properties were assumed to obey a power-law
dependent on the thickness coordinate. Moreover, a 3D analysis of FG magneto-
electro-thermo-elastic plates using a state space approach in conjunction with the
potential theory method can also be found in the literature (Chen and Lee, 2003).
However, to the best knowledge of the author, the present subject, the 3D piezo-
thermo-elastic analysis of simply supported, doubly curved FG shells in a changing
temperature environment, can not be found in the current literature.
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A review of the 3D analytical methods for multilayered and functionally graded
structures made up of smart materials was undertaken by Wu, Chiu and Wang
(2008), where they classified them as the Pagano (Heyliger and Brooks, 1995,1996),
state space (Chen, Ding and Xu, 2001; Wu and Liu, 2007), series expansion (ka-
puria, Dumir and Sengupta, 1997; Kapuria, Sengupta and Dumir, 1997) and asymp-
totic approaches (Wu and Syu, 2006, 2007; Wu, Syu and Lo, 2007; Wu and Tsali,
2007, 2009; Tsai and Wu, 2008). Among these, the Pagano method is the most
commonly applied for multilayered smart structures. However, there are some limi-
tations when the Pagano method is applied to the analysis of FG smart plates/shells,
as follows. (a) Because the material properties of FG piezoelectric plates/shells
gradually vary in the thickness direction, the governing equations of FG plates/shells
are a system of differential equations with variable, rather than constant, coeffi-
cients. This may mean that the Pagano method fails to directly analyze the me-
chanical problems of FG plates. (b) Using the Pagano method for the 3D analysis
of piezoelectric plates/shells may yield a set of linearly independent solutions of
system equations involving complex-valued solutions, resulting in inefficient com-
putation for the 3D analysis. (c) A displacement-based formulation is used in the
Pagano method, in which the primary displacement variables can not totally include
the field variables involved in the lateral boundary conditions on the lateral sur-
faces and the continuity conditions at the interfaces between adjacent layers. These
boundary conditions and continuity conditions can thus not be directly imposed in
the solution process. (d) Using the Pagano method may turn the basic 3D equa-
tions into a system of simultaneously nonhomogeneous algebraic equations, and
the computation for determining the unknowns thus becomes very time-consuming
as the total number of layers constituting the plate increases.

In order to utilize the Pagano method for the analysis of FG piezoelectric plates/shells,
Wu, Chen and Chiu (2009) and Wu and Lu (2009) developed a modified Pagano
method for the analysis of the static and dynamic responses of simply supported,
FG magneto-electro-elastic plates, respectively. The modifications to the origi-
nal Pagano method are as follows. (a) A successive approximation (SA) method
(Soldatos and Hadjigeorgiou, 1990) was adopted, where the FG plate is artificially
divided into a certain number of individual layers with an equal and small thickness,
compared with the curvature radius, for each layer. By the refinement manipulation,
one may reasonably approximate the variable material coefficients of each individ-
ual layer to the constant material coefficients in an average thickness sense, so that
the system of thickness-varying differential equations for each individual layer can
be reduced to a system of thickness-invariant differential equations. (b) The sets of
complex-valued solutions of system equations were transferred to the correspond-
ing sets of real-valued solutions by means of Euler’s formula for the purpose of
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computational efficiency. (c) A mixed formulation, not the displacement-based for-
mulation, was developed, so that both the lateral boundary conditions on the outer
surfaces and the continuity conditions at the interface between adjacent layers can
be directly applied. (d) A propagator matrix method was developed, so that the
general solutions of system equations can be obtained layer-by-layer. These mod-
ifications made the Pagano method feasible for the 3D analysis of FG plates, and
implementations showed that the computation thus became less time-consuming
and independent of the total number of layers constituting the plate.

Due to the benefits of the modified Pagano method noted above, in this paper we ex-
tensively applied it to the 3D coupled analysis of simply-supported, doubly curved
FG piezo-thermo-elastic shells under thermal loads. It is known that the coupling
thermo-mechanical and piezoelectric effects slightly affect the distributions of ther-
mal field variables in the spatial domain, but significantly affect the distributions of
elastic and electric field variables in the spatial domain. Hence, a one-way cou-
pled analysis of FG piezo-thermo-elastic shells is used in this work, where a heat
conduction problem of FG shells under thermal loads is first analyzed, then the
determined temperature distributions of the domain are used for the coupled piezo-
thermo-elastic analysis of FG shells. This one-way coupled approach has been
commonly used in the literature (Xu, Noor and Tang, 1995; Dube, Kapuria and
Dumir, 1996a, b; Zhang, Di and Zhang, 2002; Zhong and Shang, 2005). The
material properties of the shells are assumed to obey an exponent-law distribution
through the thickness coordinate of the shell. Four different loading conditions on
the lateral surfaces of the shell are considered. A parametric study of the influence
of the material-property gradient index on the through-thickness distributions of
various variables in the thermal, electric, and mechanical fields is thus undertaken.

2 Basic equations of 3D piezo-thermo-elasticity

A simply-supported, doubly curved FG piezo-thermo-elastic shell with heteroge-
neous material properties through the thickness coordinate is considered, as shown
in Fig. 1. A set of the orthogonal curvilinear coordinates (£, 17, {) is located on the
middle surface of the shell. The total thickness of the shell is 2/; ag and ay denote
the curvilinear dimensions in the & and 1 directions, respectively; and Rg and Ry
denote the curvature radii to the middle surface of the shell.

The linear constitutive equations, valid for the nature of the symmetry class of the
piezo-thermo-elastic material considered, are given by

0; = cj€j — ek — oy T, (D

D; = ejj€; +NiEy + BT, )
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NL=5

Figure 1: (a) The geometry and coordinates of a doubly curved shell; (b) The
dimensionless thickness coordinates of the bottom and top surfaces of each layer
constituting the FG shell

where o; and €; (i, j=1-6) are the contracted notation for the stress and strain com-
ponents, respectively; D; (I=1-3) and E} (k=1-3) denote the electric displacement
and electric field components, respectively; T denotes the temperature change; c;;
and ny, are the elastic and dielectric permeability coefficients, respectively; and ey;,
o; and fB; are the piezoelectric, stress-temperature and pyroelectric coefficients, re-
spectively. These material properties are considered as heterogeneous through the
thickness and as temperature independent (i.e., ¢;;({), Nik(8), exi(£), (&) and

Bi(&)).

For an orthotropic solid, the previous material coefficients are given by

_Cl] C12 C13 0 0 0 0 0 €3] 04}

Cl2 €2 (23 0 0 0 0 0 €32 (07)

c— C13 €23 (€33 0 0 0  e= 0 0 e a= (4]
0 0 O cga O O 0 eu O 0

0 0 0 0 C55 0 €15 0 0 0
(0 0 0 0 0 ce. 0 0 0] 0
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N 0 0 0
n= m 0|, B=|0].
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The strain-displacement relationships are
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(& (1/%) 2% 0 (1/7%Re)]

& 0 (1/17) I (1/Ry) "

SC 0 0 84 ué (3)
Y 0 de—(1/vmRn) (1/7)0n un ’

Yee dg — (1/%Re) 0 (1/%) 0| ~°*

Yen ) (1/77) Iy (1/7¢) 9 0 |

in which y, = 1+ /R (k=&,m); d; =9/di (i=&,n,C); ug, uy and uy are the
displacement components.

The stress equilibrium equations without body forces are given by
YaOvii + Ve Ten.n + eV Tec. g + (2/Re +1/Ry + 38 /ReRy ) Tep =0 “
TaTemse TYe0nm +¥eYnTngog + (1/Re +2/Ry+ 38 /ReRy) Ty =0, ®)

T Tegoe FVeTngom HYeOg¢ + (1/Re +1/Ry +28 /ReRy) 07 — Yy O¢ /Re

The equations of electrostatics for the piezo-thermo-elastic material without the
electric charge density are

YoDg e +Ye Doy +Ye Y'aDe ¢ +(¥n/Re +Ye /Ry)D¢ = 0. (7
The relations between the electric field and electric potential are

Ek = _q)ak /ka (8)

where ® denotes the electric potential; k=£,7,{ and Ye =1

The equations of steady state heat conduction of the piezo-thermo-elastic material
without the heat generations are

YPe.e +Ye Py +YeYaProc +(¥n/Re + Ye /Ry) Py =0. )
The relations between the heat flux and temperature change are

Pk = _)‘kTvk/yka (10)
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where P, and A (k =&, n, {) denote the heat flux and thermal conductivity, re-
spectively.

Four different lateral surface conditions are considered, and their corresponding
boundary conditions are specified, as follows:

Case 1. In the cases of closed-circuit and convection surface conditions,

Tee =Ty =0;=®=0 on{=+h (11a)
and

T, e+mT =mT" (§,n) onl=—h;

T, +hT =hT"(§,n) onf=h (11b)

where h; and hp denote the surface heat transfer coefficients at the bottom and
top surfaces of the shell, respectively, and 7~ and 7™ are the applied temperature
change at the bottom and top surfaces of the shell, respectively.

Case 2. In the cases of closed-circuit and prescribed temperature surface condi-
tions,

Tee =Ty =0;=®=0 on{=+h (12a)
and
T=T%(,n) onl=xh (12b)

Case 3. In the cases of open-circuit and convection surface conditions,

Teg =Ty =0¢ =D¢ =0 on{=+h (13a)
and

~T+mT=mT (§,n) onl=-n

T.e+hT =hT(E,n) on{=h. (13b)
Case 4. In the case of open-circuit and prescribed temperature surface conditions,

Tee =Ty =0; =Dy =0 on({=+th; (14a)
and

T=T7(Emn) on{=h (14b)
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The edge boundary conditions of the shell are considered as fully simple supports,
suitably grounded and isothermal, and are given as

g =uy=ur=P=T=0,atE =0and & = ag; (15a)
onp=us=ur=®=T=0,atn=0and n =ay. (15b)

There are twenty-six basic equations in the 3D piezo-thermo-elasticity, as listed in
(1)-(10); and these are essentially a system of simultaneously partial differential
equations with variable coefficients. In the later work of this paper, a modified
Pagano method will be developed for this coupled analysis of doubly curved FG
shells under thermal loads.

3 Nondimensionalization

In order to scale all the field variables within a close order of magnitude and prevent
unexpected numerical instability in the computation process, we define a set of
dimensionless coordinates and variables, as follows:

¢ n ¢
X = ) - s = -, Rx:R R, R, =R R,
\/R7 Yy \/th h K:/ Y 77/
ug Un ug
u= , v= , W= —=
vV Rh vV Rh R
O¢ On Ten
Ox=—, Oy=—, Ty=—"),
0 ) Y0
Ten Tng _ O¢R

sz:va yZ:Q\/W7 Z*Qh7

Dy =D¢/(e\/h/R), Dy=Dy/(e\/h/R), D.=D¢]e,

Py =P:VRha;/(Q,), P,=PyVRhoy/(QA), P.=Pcha/(Q),

¢ =Pe/Oh, T,=04T/Q, (16)

where R, Q, e, o, and A, stand for the characteristic length, reference elastic, piezo-
electric, stress-temperature, and thermal conductivity coefficients, respectively.

In the formulation, the elastic displacements (u¢, uy, u¢), the transverse shear and
normal stresses (Tg¢, Ty¢, O¢), the electric flux and potential components (D,
®) and the temperature change (T) are selected as the primary field variables.
The other field variables are the secondary ones, and can be expressed in terms
of the primary ones. Introducing the set of dimensionless coordinates and variables
(16) and using the method of direct elimination, we obtain two sets of state space
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equations, one is for the heat conduction analysis, and the other is for the coupled
piezo-thermo-elastic analysis of FG shells, in terms of the primary field variables,
as follows:

The set of state space equations, related to the heat conduction analysis of a FG
piezo-thermo-elastic material shell, is given as

d [T [0 hLn]l[T
CQZ[PJ_LM ba| [P’ o

where

o= —1/A, 121:(/1 h/y2R> D+ (Mh/V2R) By,

I = —[(h/ReRYs) + (h/RyRYy)] ;
and Ay = A /A, Ay = Aq [2ar Ao = Ag [y,

The set of state space equations, related to the coupled static behavior of a FG
piezo-thermo-elastic material shell, is given as

(k17 O 0 0 kis 0 ki7 kig]l [ul 0
y 0 ko O 0 O ky ky1 kog V 0
D, 0 0 k3 0 ki7 ko k37 O D, 0
J | o kyy kay ka3 kag kig kg 0 ksg| | O ka9

_ . T, (18
07 | Tz ksi ks ks3 ksq4 kss O ksg | | Ta kso | (18)

0
Ty ko1 keo kes kea O kee O  keg| |Ty: keo
¢ ks3 kes k13 ks O 0 O k| | @ ka9
W (ksa kea k74 ksa O 0 O kgg] [w | kg9 |

where ki1 =h/(Y:RRy), kis = h/EsR, ki = — (é15h/Cs5YeR) Oy kig = — (1/7¢ ) 0k
ko =h/(YaRRy), koo =h/CsR, ky1=—(824h/CasyR)y, kog=—(1/%y)0,
k3 = — [(h/YeRR:) + (h/TRRy)] |
[(615/055+7111 h/?’zR} e+ [ (834/E44 + T122) B/ Yy R] Oy,
[(Qu/yzR) (Qa1/%e TRy ] kay = [(O12/¥emR:) + (0n2/ Y Ry) ] 9,
v)
) —

ky3 = (azie/QVeRy) + (axe/QmmR
k44 = (allh/j/éRR ) alzh/}/nRR

( I/YZR) 012+ 001) / Ve YRRy + (022/ R} |

Y

(1/Ry+1/Ry+2hz/RR:R,) (h/R¥:Yy) ,
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(a31/VeRe0y) + (az2/TRy0t)]

ksg = — [(Qn/?’é&) + (012/7: YnRy)} ok,

kso = (a1 / vz ) O,
ket = — [(O21 4 Oes) / Ve Tn] Oy ko2 =
ke3 = — (axe/Qvy) 9y,

CMC, vol.12, no.3, pp.251-281, 2009

<Q11/Y2> e+ (Qe6/ ) 0y } ksy = —[(O12+ De6) /¥e Y| Oy

-1
ks3 = — (a21€/Q%) Ok, ksa = — (a11h/RYz) Ok,
— (h/R¥:Yy) (2/Ri+1/Ry+3hz/RR.R,)

- {(Qé()/yz) dux+ (022/75) 9 },

kes = (alzh/R]/n) , koo = — (h/RY§YU) (I/Rx+2/Ry+3hZ/RRny),
kes = — [(Q21/YeWyRy) + (022/TaRy)] 0y, keo = (az2/ ¥y 0t) 9,

k73 = €*hy/Q, ks = ehbi /R, kig = —

k79 = —bze/ oy,

sa = a|Qh* /R, kgg=— [(a11h/V:RRy)

ksg = —azQh/ (o4R);

[(age/Q’}{};Rx) + (aZZe/Q%?R}’)] ’

+ (alzh/?’nRRy)} )

the relevant coefficients in the previous terms of /;; and k;; are given in Appendix

A.

The in-surface stresses, electric displacements and heat flux are dependent field
variables, that can be expressed in terms of the primary variables, as follows:

o1 =Biu+Byw+Bso, +B4D,+BsT;,
d =B¢o, +B70,
pP= BSE?

where

Ox
O f B A A i R P
v Tyz D,
Tx

|

1/%) 0 (022/17) 9y

!Egn/%) (le/Yn) 31
(Q 6/%1) ay (Qﬁs/%;) Ok

19)

(20)
2n

(Q”/yéRX) + (Q:12/717Ry)
(021/%:Rs) + (02 /TRy
0
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[a11h/R arie/Q az /oy
B; = |anph/R|, Bs= |ane/Q|, Bs= |an/o|,
0 0 0

_ [(&15/8s5) 0
Bo = 0 (é24/544)}’ B;

"—Ax8x/y5]
Bg = .
’ =40/ Ty

_ [— (&1s/@s5 + 1) O/ e
— (83,84 +T22) O/ e |
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The dimensionless form of the boundary conditions of the problem are specified as

follows:
Case 1.

TXZ:T)’Z:GZ:(pZO OnZ::l:l,
and
~Te+hin T, = hinT;” (x,y)  onz=—1;

Lo thinT; = ko1 (x,y)  onz=1;

where ," = o, T¥({,1)/0.
Case 2.

Ty =T;=0,=@0=0 onz==l;
and

T,=T7 onz=Fl.

Case 3.

Ty =Ty, =0, =D, =0 onz==I;
and

—T; o+ T, = ki T, (x,y) onz=—1,
T, +hho T, = hhp T (x,y)  onz=1.
Case 4.

Ty =T;=0,=D,=0 onz==I;

(22a)

(22b)

(23a)

(23b)

(24a)

(24b)

(25a)
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and
T,=T7 onz=Fl. (25b)

At the edges, the following quantities are satisfied:

o,=v=w=@=T=0, atx=0and x = ag/VRhE; (26a)
oy=u=w=¢@=71,=0,aty=0and y =a,/VRh. (26b)

4 The modified Pagano method
4.1 The method of double Fourier series expansion

The method of double Fourier series expansion is applied to reduce the system
of partial differential equations (17)—(18) to a system of ordinary differential equa-
tions. By satisfying the edge boundary conditions, we express the primary variables
in the following form

(u,Ty;) = i i (ni(2),  Tuama(2)) cosmxsiniiy, 27
=1 i=1
(v Ty) = Z Z (vt (2),  Tyzma(z)) sinmxcosty, (28)

3
Il
_
3
Il
_

(w,02,0,D.,T;,P,)

o oo

Z Z Wi (2): Oz (2), @i (2) s Dot (2), Tona (), P (2) ) sinmxsindiy,  (29)

E)

where 7it = i/ Rh/ag, it = Ainy/Rh/ay, and i and 71 are the positive integers.
For brevity, the symbols of summation are omitted in the following derivation.

Using the set of dimensionless coordinates and field variables (16) and substituting
(27)-(29) in (17)—(18), we have the resulting equations, as follows:

dF,(z)/dz = LF,(z), (30)
dF,(z)/dz =KF,(z) +G, (3D
where F; = {Tiis Ponin} > Fo = {tti Vita D Ot Tz Tyani Privi Wi},

G is the nonhomogeneous term calculated from the known temperature function,
and is given by

= - - = - - T
G=(Tw){0 0 0 kso kso keo kro kgo}
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- 0 I
L=\~ 2
[121 lzz]

[ ki 0 0 0 kis 0 k7 kis]
0 ko 0 0 0 ke ka7 kos
0 0 ki 0 —ki7 —kyy k3z O
kar  kap ka3 kas —kig kg O kug

K= kst kso  ks3 ksa kss 0 0 ksg|’
kei  kex kes kes O kes O keg
—ks3 —kes ki3 ka0 0 0 ks
| —ks4 —kes kys kga O 0 0 kssl

where [; ; and ki ; are given in Appendix B.

4.2 Theories of the homogeneous and nonhomogeneous linear systems
4.2.1 Theory of the homogeneous linear systems dF,(z) /dz = LF;(z)

Equation (30) represents the state space equations for the problem of steady state
heat conduction of a simply-supported, FG shell under thermal loads, which is
a system of two simultaneously homogeneous ordinary differential equations in
terms of two primary variables. For a certain fixed value of thickness coordinate,
the coefficients of the system equations of (30) are constants. The general solution
of (30) is

Ft — Q[L[ B (32)

where L, is a 2x1 matrix of arbitrary constants; Q, is a fundamental matrix of
(30) and is formed by two linearly independent solutions in the form of €, =
Qi  Qol, Qi = Aie’ (i=1, 2); and A; and A; are the eigenvalues and their cor-
responding eigenvectors of the coefficient matrix L in (30).

If the coefficient matrix L has a complex eigenvalue A, (i.e., A; = Re(A;) +ilm(A)),
then its complex conjugate A, (i.e., A = Re(A;) — ilm(A;)) is also an eigenvalue
of L due to the fact that all of the coefficients of L are real. In addition, A, =
Re(Ay) £ ilm(A;) are the corresponding eigenvectors of the complex conjugate
pair A;,5. Although there is nothing wrong with these two complex-valued solu-
tions in (30), we replace them with two linearly independent solutions involving
only real-valued quantities in order to achieve more efficient computational perfor-
mance. Using Euler’s formula these complex-valued solutions are replaced with
the real-valued solutions, and are given by

Q) = P2 [Re (Ay) cos (Im (A1) z) — Im (Aq) sin (Im (A1) 2)] , (33)
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Q) = Rz [Re (Ay) sin (Im (A1) ) 4+ Im (Ay) cos (Im (A1) 2)] - (34)

On the basis of the previous set of linearly independent real-valued solutions, a
propagator matrix method can be developed for the present analysis of multilay-
ered shells, and it can be extended to the analysis of FG shells using a successive
approximation method (Soldatos and Hadjigeorgiou, 1990), where the shell is ar-
tificially divided into a finite number (NL) of individual layers with an equal and
small thickness for each layer, compared with the curvature radius, as well as with
constant material properties, determined in an average thickness sense. The exact
3D solutions of the temperature change in the FG shell can thus be gradually ap-
proached by increasing the number of individual layers. It is noted that the present
solution process can be performed layer-by-layer, and the computational perfor-
mance is independent of the total number of individual layers. Consequently, the
implementation of the present approach is much less time-consuming than usual.

4.2.2  Theory of the nonhomogeneous linear system dF,(z) /dz = KF,(z) +G

Equation (31) represents the state space equations for the static behaviors of a
simply-supported, FG piezo-thermo-elastic shell under thermal loads, applied on
the lateral surfaces. That is a system of eight simultaneously nonhomogeneous
ordinary differential equations in terms of eight primary variables. The general
solution of (31) is

F.=Q.L,+F., (35)

where L, is a 8x1 matrix of arbitrary constants; Q. is a fundamental matrix of
(31), and is formed by eight linearly independent solutions in the form of Q, =
Qie, Qaey-oy Qo) Qie = Aje™? (i=1,2, ..., 8); A; and A, are the eigenvalues
and their corresponding eigenvectors of the coefficient matrix K in (31), respec-
tively; and F, is the particular solution of (31) and F, = —-K!G. Again, if the
coefficient matrix K has a certain pair of complex conjugate eigenvalues, their cor-
responding complex-valued eigenvectors will be transferred to a pair of real-valued
eigenvectors using (33)—(34). Subsequently, an SA method in conjunction with the
propagator matrix method will be developed in the following sections, and applied
to the coupled piezo-thermo-elastic analysis of FG shells.

4.3 The successive approximation method

In this paper, the material properties of FG piezo-electro-elastic shells are assumed
to obey an exponent-law distribution through the thickness coordinate, and are
given by

8ij (2) = g €D/, (36)
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where the superscript b in the parentheses denotes the bottom surface of the shell;
and x, denotes the material-property gradient index, which represents the degree
of the material gradient along the thickness coordinate. It is noted that x, = 0
corresponds to the homogeneous material, k;, < 0 to the graded soft material, and
K, > 0 to the graded stiff material. Because the material properties of FG plates
vary along the thickness coordinate, resulting in a variant coefficient matrix in the
system equations (30)—(31), the conventional Pagano method can not be directly
applied to this coupled analysis of FG shells. A successive approximation method
is thus adopted to make the present approach feasible. In the SA method, the FG
shell was artificially divided into an NL-layered shell with a small thickness and ho-
mogeneous material properties for each layer. For a typical m'"-layer, the material
properties gl(;") are regarded as constants, and determined in an average thickness
sense, as follows:

m 1 Zm
s = Azm/ 8ij (2)dz

Im—1
(b) 0.5k, 37
_ 2gij P (0-5%57m) _e(O.Sszmfl)}
Az, K

)

where Az, = Zm — Zn—1-

By means of (37), the present modified Pagano method can be extensively applied
to the coupled analysis of FG shells. Increasing the number of artificial layers
(NL), we can approximate the exact solutions of the present coupled analysis of FG
piezo-thermo-electric shells to any desired accuracy.

4.4 The propagator matrix method

As we noted above, the modified Pagano method can be applied to the heat con-
duction and the coupled piezo-thermo-elastic analysis of FG shells under thermal
loads using (37). The through-thickness distribution of material properties of the
FG shell are modified as the layerwise Heaviside functions, and these are given by

NL
8@ =Y & [H(z—zm1)—H(z—zm)], (38)
m=1

(m)
ij

refers to the coefficients of ¢;;, e;;, gij, Nij, dij and y;; of the m"-layer in general,
H (z) is the Heaviside function; and z,,—; and z,, are the dimensionless distances,
measured from the middle surface of the shell to the bottom and top surfaces of the

m'"-layer, respectively.

where NL denotes the total number of the artificial layers constituting the shell; g
th
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A propagator matrix method for the heat conduction and coupled piezo-thermo-
elastic analyses of the NL-layered shells is then developed, as follows.

4.4.1 Heat conduction analysis

According to (32), we can write the general solution for the heat conduction equa-
tions of the m"-layer in the form of

F" (@) = " L. (39)
As 7 = z,,—1, according to (39) we obtain

-1
I&m)::[ggm)(anflﬂ Fyn 1) (40)
where F;(,,_1) denotes the vector of primary variables in the thermal field at the
interface between the (m-1)""* and m'"-layers, and Fim-1)= F,(m) (z=2m-1).

As 7 = z,,, using (39) and (40), we obtain
Fim) = Rim)Fim-1); (41)

where R;(,,) = Q,(m) (zm) [Q;(m) (mel)} )

By analogy, the vectors of primary variables in the thermal field between the top
and bottom surfaces of the shell (i.e., F; ;) and F;(g)) are linked by

Ft(NL) = Rt(NL)Ft(NL—l)
NL )
= | [TRm) | Fioy
m=1

where H%Lzl Rl(m) = Rt(NL)Rt(NL—l) " 'Rt(Z)Rt(l)'

(42)

Equation (42) represents a set of two simultaneous algebraic equations. Imposing
the thermal boundary conditions on the lateral surfaces, we may determine the
other unknown primary variables on the lateral surfaces. Afterwards, the primary
variables through the thickness coordinate of the shell can be obtained by

-1
" () =" () |9 (@n-1)| Fin

(m) (m) - md ' )
=0, (2) |:Qt (mel)] <iHl Rt(i)) F )
Once the primary variables in the thermal field, which vary through the thickness
of the plate, are determined, the corresponding set of dependent variables in the
thermal field can then be obtained using (21).
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4.4.2 Coupled piezo-thermo-elastic analysis

According to (35), we obtain the general solution for the coupled piezo-thermo-
elastic equations of the m'"-layer in the form of

F (2) = ™ ()L™ + F, (44)

where Fé’”’ =— (K(’"))f1 Gm),

As 7 = z,—1, according to (44) we obtain
-1 _(m
L = 9 Gnn)| (P~ FE"), (45)

where F,(,,_1) denotes the vector of primary field variables at the interface between
the (m-1)"* and m'"-layers; Fono1) = g (z=2m-1)-

As 7 = z,,, using (44) and (45), we obtain

Fe(m) = Re(m)Fe(mfl) + F;m)’ (46)

-1 =(m =(m
where R,y = Q" (z) [ggm> (zm,l)} and FJ" = (1= Ry ) B,

By analogy, the vectors of primary variables in the elastic and electric fields be-
tween the top and bottom surfaces of the plate (i.e., F ) and F,()) are linked
by

Fenve) = Revp)Fevr—1) + FENL)

NL _ (47)
= l—_IlRe(m) Fe() +P.

NL
= = = (NL—1 =(NL—2 = (1
P= FéNL) + Re(NL)FEJNL '+ Re(NL)Re(NL—l)FEJNL b (H Re(m)) ng g

m=2

[T Reon) = Revy)Revi—1) -+ R Rery-

m=1

Equation (47) represents a set of eight simultaneous algebraic equations. Impos-
ing the prescribed conditions on the lateral surfaces, we may determine the other
unknown primary variables in the elastic and electric fields on the lateral surfaces.
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Afterwards, these primary variables through the thickness coordinate of the shell
can be obtained by

F() = 0" (2) | (zn1)] o (Fen-1)— ") + B, (48)

Once the primary variables, varied through the thickness of the plate, are deter-
mined, the corresponding set of dependent variables in the elastic and electric fields
can then be obtained using (19)—(20).

5 Illustrative examples
5.1 Single-layer homogeneous piezo-thermo-elastic shells

The present formulation for the coupled piezo-thermo-elastic analysis of FG shells
can be reduced to that of FG plates by letting 1 /Rg = 1/R; = 0. For compar-
ison purposes, the exact 3D solutions, obtained by Dube et al. (1996a) for the
coupled piezo-thermo-elastic analysis of simply-supported, single-layer homoge-
neous plates with closed-circuit surface conditions and under a cylindrical bending
type of thermal load, are used to validate the accuracy of the present modified
Pagano method, where k, = 0. The plate is considered to be composed of cad-
mium selenide polarized perpendicular to its mid-plane. The material properties
of this crystal are given in Table 1. The lateral surface conditions of the plates
are considered as Cases 1 and 3 (i.e., (11) and (13)) in Tables 2 and 3, respec-
tively. The thermal load applied on the lateral surfaces are given as 7~ = 0 and
T" = Tysin (né / ag). The dimensionless variables are denoted as the same forms
used in Dube et al. (1996a), and given as follows:

o 100
(8, W) = 5 —— (Sug,u),

- 2hS%0: T
(6, 6y,6:, T;) = (S20%, 04,507, Te ) [Ye e T,
D, =D¢/|di|YeaeTy, ¢ =|di|@/2haTy, T=T/T, (49)

where § = a¢ /2h; and Yg o and d; are the Young’s modulus, thermal expansion
coefficient and piezoelectric coefficient in direction &, respectively.

Tables 2 and 3 show that the present solutions of elastic, electric and thermal field
variables, induced in the single-layer homogeneous piezo-thermo-elastic plates with
the surface conditions of Cases 1 and 3, respectively. The accuracy of the present
modified Pagano method is validated by comparing the present solutions with the
available 3D solutions (Dube et al., 1996a). It is seen in Tables 2 and 3 that the
present solutions are in excellent agreement with these earlier 3D solutions through
a wide range, from S=2 (thick plates) to $§=20 (thin plates).
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Table 1: Material properties of the cadmium selenide material

ci1 (Gpa) | 74.1 | my; (C?/Nm?) | 82.5e-12
(60} 74.1 22 82.5e-12
C33 83.6 N33 90.2e-12
12 452 | oy (N/Km?) | 0.621e+06
c13 39.3 o 0.621e+06
3 39.3 o3 0.551e+06
Ca4 13.17 | B3 (C/Km?) | -2.94e-06
Css 13.17 o 4.396¢-06
Ce6 14.45 d; (C/N) -3.9238e-12
e31 (C/m?) | -0.160 | 2hhy (1/m) 0.2
e -0.160 | 2hhy (1/m) 2.0
e33 0.347 Y: (Gpa) 42785
€24 0.0 Ag/lé 1.5
ers -0.138

5.2 Functionally graded piezo-thermo-elastic plates

A coupled analysis of FG piezo-thermo-elastic plates with closed- and open-circuit
surface conditions subjected to a sinusoidally distributed temperature change on
the top surface of the plate is considered in Table 4. The exact 3D solutions of this
problem, obtained by Zhong and Shang (2005) using the state space method, were
used to validate the accuracy and convergence rate of this method. The geometric
parameters are taken as ag = an = lmand 2h = 0.1m. The material properties of the
plates are assumed to obey an exponent-law dependent on the thickness coordinate,
and are given as (36) with k, = 1, where the reference material properties on the
bottom surface are identical to those used in Example 5.1, and given in Table 1.
The applied sinusoidally distributed temperature change in Table 4 is given as

7 in TN (50)
ag an

TJF = T() sin

where m = ii=1, Ty=1°K.

Table 4 shows the present results of a variety of variables in the mechanical, electric
and thermal fields induced at a particular point (§ = ag /4,1 = ay/4,{ = —h/2)
in the FG plates with closed-circuit (Case 2) and open-circuit (Case 4) surface
conditions, respectively. It is shown that the present solutions converge rapidly,
and these are in excellent agreement with the 3D solutions available in the literature
(Zhong and Shang, 2005). The relative errors of the present 32-layered solutions
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Table 2: The elastic, electric and thermal field variables in a single-layer piezoelectric plate under the thermal load of Case 1

S Theories | i (0,—h) | w(az/2,0) | 10°6, (az/2,h) | 6y (az/2,h) | 10°5; (ag/2,0) [ 10°%;(0,—h/2) | 10*P (az/2,h) | D, (asz/2,h) | T (ag/2,h)
2 Present -13368 | 4.8325 -6.2361 -0.6380 1.7586 1.6597 8.9457 -1.6220 0.6356
Exact solution | -13.37 4.832 -6.236 -0.6380 1.759 1.660 8.946 -1.622 0.6357
4 Present 26.603 | 3.4845 -11.045 -0.8067 3.3347 3.1757 7.4383 -2.4982 0.8069
Exact solution | -26.60 3.485 -11.05 -0.8067 3335 3.176 7438 -2.498 0.8070
6 Present -31.387 | 2.8910 -12.769 -0.8634 3.9003 3.7199 6.3537 -2.8216 0.8645
Exact solution | -31.38 2.891 -12.77 -0.8634 3.900 3.720 6.354 -2.822 0.8646
10 Present -34.416 | 2.5001 -13.859 -0.8987 4.2579 4.0639 5.5794 -3.0278 0.9004
Exact solution | -34.41 2.500 -13.86 -0.8987 4.258 4.064 5.579 -3.028 0.9004
20 Present -35.845 | 23126 -14.374 -0.9152 4.4265 4.2258 5.1949 -3.1254 0.9172
Exact solution | -35.84 2313 -14.37 -0.9152 4.426 4.226 5.195 -3.125 0.9172




271

Three-Dimensional Solutions of Functionally Graded Piezo-Thermo-Elastic Shells

2LI60 VN €I VN VN €68°0- 150°9- TIET [8'pE- | uonnjos joexg
TLI60 87°98- eI 68FL'T 1681 €0£68°0- 8L50'9- €TrIeT | 918 b wesald | 0T
$006°0 VN $6°01- VN VN L9L8°0- 81L9- 665 preg- | uonnjos 1exyg
$006°0 €5IEE- 78601 7096'1 8LS0T L9L8°0- 20TL'9- 986+T | phrEe- wesald | 01
9198°0 VN SI01- VN VN 6148°0- 1L0°8- 988°C €6°0¢- | uonnyos 1oexg
T5198°0 L80P8- 9p1°01- LESET 196'4C 81780 81L0°8- 7988°C | PES0E- Juosa1g 9
L08°0 VN 8'8 VN VN 98L°0- 866°6- wure ¥6'ST- | uonn[os 1exy
6908°0 TT8091- 9698'8- $P96'C €0'IE L6S8L0- $866°6- 1y | LE6'ST uasalg ¥
LSE90 VN 98T’ VN VN $029°0- 60°€T- wLy 8I°¢l- | uonnyos 1oexg
955€9°0 68'€TEE- 658T'S- 9€69°€ L68'8€ 25029°0- 680°€1- cTLLy | SLUEI uasaIg z
(u'e/3) 1 | (u'e/3)?q,01 | (u'e/3) de01 | (¢/u—"0)"2.01 | (0'c/?)%0,01 | (u'c/?») % | (4'c/?r)o.01 | (0c/F0)m | (y—"0)n| somooyy S

€ 9se)) Jo peo] [ewtdyy oY) Jopun derd o11309[0zard 10A.[-9[SUIS © UT SO[qRLIBA P[OY [BULIAY) PUB JLII[ ‘OTISe[d YT, i€ 9[qeL




CMC, vol.12, no.3, pp.251-281, 2009

Copyright © 2009 Tech Science Press

272

Table 4: The elastic, electric and thermal field variables at a point (§ = a¢ /4, N = an /4, { = —h/2) in an FG piezo-thermo-

elastic plate under a sinusoidally distributed temperature change (S=10 and k, = 1)

Surface conditions Theories ug ug (0] Te¢ O¢ D¢ (¢ Ten D¢
Case2 Present NL =4 | -3.03E-07 | 2.26E-06 | 3.42E+02 | -1.77E+03 | -6.46E+01 | -2.02E-06 | -3.23E+04 | -3.53E+04 | -9.71E-08
12 -2.94E-07 | 2.38E-06 | 3.49E+02 | -1.12E+03 | -1.09E+02 | -2.02E-06 | -3.53E+04 | -3.42E+04 | -1.06E-07
20 -2.93E-07 | 2.39E-06 | 3.50E+02 | -1.07E+03 | -1.12E+02 | -2.02E-06 | -3.55E+04 | -3.42E+04 | -1.07E-07
32 -2.93E-07 | 2.39E-06 | 3.50E+02 | -1.05E+03 | -1.14E+02 | -2.02E-06 | -3.56E+04 | -3.41E+04 | -1.07E-07
100 -2.93E-07 | 2.39E-06 | 3.50E+02 | -1.04E+03 | -1.14E+02 | -2.02E-06 | -3.56E+04 | -3.41E+04 | -1.08E-07
Exact solution NA NA NA NA NA NA NA NA NA
Case 4 Present NL =4 | -2.87E-07 | 2.29E-06 | 4.72E+02 | -1.80E+03 | -6.67E+01 | -2.51E-08 | -3.04E+04 | -3.35E+04 | -1.41E-07
12 -2.78E-07 | 2.41E-06 | 4. 79E+02 | -1.15E+03 | -1.11E+02 | -2.51E-08 | -3.35E+04 | -3.24E+04 | -1.50E-07
20 -2.78E-07 | 2.42E-06 | 4.79E+02 | -1.10E+03 | -1.15E+02 | -2.51E-08 | -3.38E+04 | -3.24E+04 | -1.51E-07
32 -2.77E-07 | 2.43E-06 | 4.79E+02 | -1.08E+03 | -1.16E+02 | -2.51E-08 | -3.39E+04 | -3.23E+04 | -1.51E-07
100 -2.77E-07 | 2.43E-06 | 4.79E+02 | -1.07E+03 | -1.17E+02 | -2.51E-08 | -3.39E+04 | -3.23E+04 | -1.51E-07
Exact solution | -2.77E-07 | 2.43E-06 | 4.79E+02 | -1.07E+03 | -1.17E+02 | -2.51E-08 | -3.39E+04 | -3.23E+04 | -1.51E-07
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are less than 1% in comparison with the 3D available solutions.

5.3 Functionally graded piezo-thermo-elastic shells

A coupled analysis of FG piezo-thermo-elastic shells with surface conditions of
Cases 1-3 is considered in Figs. 2—4, respectively, where the applied temperature
change on the top surface of the shell is taken as 7+ = Ty sin (7€ /ag ) sin (71 /ay).
The geometric parameters of the plates are ag/2h = an/2h = 10 and Rg/ag =
Ry/an = 5. The dimensionless variables are identical to those used in Example
5.1, and the material-property gradient index k, is taken as k,=-3.0, -1.5, 0.0, 1.5,
3.0. The present 32-layered solutions for the through-thickness distributions of
various variables in the electric, elastic and thermal fields, induced in the shells
with three different surface conditions (i.e., Cases 1-3), are presented in Figs. 2—
4, respectively. Figs. 2(a)—4(a) show that the through-thickness distributions of
the temperature change appear to be linear in the cases of homogeneous shells
(i.e., k,=0). However, the distributions become higher-degree polynomials when
the homogeneous shells become graded stiff shells (k,>0) or graded soft shells
(kp<0). It is observed from Figs. 2 and 4 that the through-thickness distributions of
temperature change and mechanical variables for the shells with closed-circuit and
convection surface conditions (Case 1) are very similar to those of the shells with
open-circuit and convection surface conditions (Case 3); whereas the distributions
of electric potential and normal electric displacement are quite different for the
shells with surface conditions of Cases 1 and 3. Figs. 2—4 show that the influence
of the material-property gradient index kj, on the field variables is significant. It is
also seen from Figs. 2(d, e, f)-5(d, e, f) that the prescribed boundary conditions on
the lateral surfaces of the shell are exactly satisfied.

Fig. 5 shows the variations of the through-thickness distributions of various field
variables, induced in the shells with the span-thickness ratio (S). The shells with
the surface conditions of Case 4 and under a sinusoidally distributed temperature
change are considered, where the values of various parameters are taken as S =
ag /2h = an /2h=5, 10, 20; R¢ /ag = Ry /any = 5; and k, = 1. It is shown that the
variations of the through-thickness distributions of the temperature change with
the span-thickness ratio, unlike those of other variables in the elastic and electric
fields, are insignificant. The magnitudes of the temperature change and the in-
surface elastic displacement induced in the shells get larger as the shells become
thinner; whereas those of transverse stress, electric potential and electric normal
displacement get larger as the shells become thicker.
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Figure 2: The through-thickness distributions of various field variables in an FG
shell with the surface conditions of Case 1
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Figure 3: The through-thickness distributions of various field variables in an FG
shell with the surface conditions of Case 2



CMC, vol.12, no.3, pp.251-281, 2009

Copyright © 2009 Tech Science Press

a b
1 . . 7 1
—_—x = !
P
ST
05| K =0 /' 05k
------ X, = 1.5 '
—-— x =30 /
Z o I’ - Z o} -
.
0.5 [ 05 |-
|
|
y . o .
0.8 0.4 0 0.4 12 0
7(a/2,a/2,2)
c d
1 1
<. —--—x,=-3.0
\“\
~. - — —x,=-15
\ N, kK, =0
0.5 \ \ 05 meeee. K, =15
1}
! ! —-—--x, =30
! /
! / e
z / Z o} .
0 / /./ ’
/ .
/ ’/' /
s — -k, =30 L
05 e ———%=-15 osF N\
/7 - ~N
. K, =0 AN
------- K, =15
—-—-=x =30
4 1 1 1 4 L 1
-100 100 200 300 400 -100 -80 -60
T (0,8,2,7) 5, (a/2,a/2,2)
e f
4 1
.- -
—
./’
e
/
05
05 [ .
\
\
\‘
N
| i Z o N 4
Z 0 \.
\‘
—_— = - N\
Ky 3.0 N
o5 asf T T 7 %18
K =0
---------- K, = 1.5
————— K, = 3.0
A 4 1 1 1 1
-0.02 -0.01 0 0.01 0.02 -06 -05 -04 -03 -02 0.1
D, ( a./2,a,/2, z)

Figure 4: The through-thickness distributions of various field variables in an FG

D (a/2,a,/2,z)

shell with the surface conditions of Case 3



Three-Dimensional Solutions of Functionally Graded Piezo-Thermo-Elastic Shells

277
a
4
05|
z ol . _
-0.5 -
-1
0 0.4 0.8 1.2 20
T( a;/2,a,2,z)
C
1 St —
-
-
J
05 N ,/'
. L
-
Z o i
—--—-8=5
-0.5 — - - —38=5 — — —=-58=10
— — —-58=10 S$=20
— 5=20
4 . . .
100 0 100 200 300 400 500 600 200 400 600 800
1.(0,8,/2,2) 5, (al2,a/2,z)
e ) ] _
.~
=)
e /
/
0.5 |- 05| K !
[ |
' |
\ \
Z of i [ N \ B
\ \
\\ \
.. \
05} —--— 8=5 \‘\ -05 | ——— g5 . \
\\ -
-—— - S=10 \ — — = 8=10 N
$=20 "\I §=20 NN
. . . . L 4 . . . L
20015 001  -0.005 0 0.005 0.01 05 04 03 -02 -01 0 0.1

5(a§/2,a/2,z)

D, ( a/2,a,/2,z)

Figure 5: The variations of the through-thickness distributions of various field vari-

ables in an FG shell with the span-thickness ratio



278 Copyright © 2009 Tech Science Press CMC, vol.12, no.3, pp.251-281, 2009

6 Concluding remarks

In this paper we have developed a modified Pagano method for the three-dimensional
coupled analysis of simply-supported, doubly curved FG piezo-thermo-elastic shells
under thermal loads. Four different lateral surface conditions of the shells, namely
closed-circuit and convection, closed-circuit and prescribed temperature, open-circuit
and convection, as well as open-circuit and prescribed temperature surface condi-
tions, are considered. The present formulation of the shells can be reduced to that
of plates by letting the value of 1/curvature radius equal zero. In conjunction with
a successive approximation method, an FG shell is modified as an NL-layered shell
with an equal and small thickness, compared with the curvature radius, as well as
the constant material properties in an average thickness sense for each layer. The
accuracy and convergence rate of the present method are evaluated in compari-
son with the available 3D solutions, with which the present solutions are shown to
converge rapidly and be in excellent agreement. In addition, the influence of the
material-property gradient index on the variables in various fields, induced in the
FG shells under the thermal load, is shown to be significant.
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Appendix A

The relevant coefficients of /;; and k;; in (17) and (18), respectively, are given by
Gi=cij/Q, &j=eijle, Tij=ni;0/e";

Qij=cij—cnarj—exaz; (i,j=1,2,6), Qi =0i;/0;

aiy = car+exay, ay =cpby+eby, ayx=—oxtanoz—axfPs (k=1,2);
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ar =Mnx3/A, ay=e33/A, a3 = (N3303—e3303) /A,
bi=ay, by=—c33/A, by=(exst3+cifs) /A, A=cunnteis. (Al

Appendix B

The coefficients /;; and k;; in (30) and (31), respectively, are given by

ho=lo, b= it (Rh/BR) i (h/RR) . b2 =ln,

kii=ki, kis=kis, kig=—m(81sh/Css¥R), kig=—m(1/%),

ko =ka, koo =kae, ko7 = —7i(€2ah/CaaYnR), kog = —7i/ Yy,

ks =kis, Ky = =i | (&hs/dss+ ) b/ BR| — i [ (@B /aa+ o) h/ RoR]
kg = —iin [(Qn/)’fo) + (QNZl/Y§YnRy>:| :

ki = =7 [(O12/YeWR:) + (022/ i Ry)]

kaz = ka3, kaa =kaa, kag =kag, kao = kao,

i = 01/ ) +7 (Ou/R) . K2 =i (Oro+0we) / ().
ks3 = —i (a21e/QY¥e), ksa = —r(anh/Ry:), kss=kss,

ksg = —iin [(Qn/?’fo) + (le/Yg?’nRy)} . kso=—m(az/v:04),
Rt = (0o +00) 1], F2 = Qo)) +7 (022/R)

ke3 = —7i (axe/Q¥y),

kes = —fi(a12h/RYy),  keo = koo,

kes = —71 [ (021 /YeqRy) + (002/TaRy)] s keo = —7i (aza/Yn k),

kys =kgz, ki =kua, kg =kss, k9 = kqo,

ks = ks4, kg = kss, kgo = kso. (B.1)






